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ABSTRACT 

In the present paper, forced laminar flow of Al2O3/water and Al2O3/Ethylene Glycol (EG) nanofluids inside 

the tube (heated partially and uniformly) were numerically investigated by using single phase method. The 

effects of nanoparticles concentrations (0 - 5%)  and base fluids are investigated on the flow and the convective 

heat transfer behaviour.  

The results obtained by the FLUENT software show that the enhancement in heat transfer is considerable 

when there are the nanoparticles in the base fluid. The wall temperature decreases with the increase in 

nanoparticles concentration, indicating that the heat transfer coefficient increases by increasing the concentration 

of nanoparticles in nanofluids. The Al2O3/Ethylene Glycol nanofluid has the highest Nusselt number than 

Al2O3/water nanofluid. 

Mots Clés: Numerical Simulation, Nanofluids, Forced Convection, Laminar Flow, Heat Transfer Augmentation. 

 

NOMENCLATURE 

Symbols : Greek symbols : 

Cp   specific heat, J·kg-1 ·K-1 

 

µ     viscosity, kg m-1 s-1 

D    tube diameter, m φ      volume fraction 

h     heat transfer coefficient, W m-2 k-1 ρ     density, kgm-3 

k    thermal conductivity, W·m-1·K-1       Boltzmann constant, J k-1 

L    length of the tube, m Subscripts : 

Nu  Nusselt number av    average 

P    Pression, pa b       bulk 

qw  uniform heat flux, W m-2 bf      base fluid 

T    temperature, K nf     nanofluid 

V   velocity, m s-1 p       nanoparticle 

Z    axial direction w      wall 

 

1. INTRODUCTION 
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A nanofluid is a colloidal solution containing solid particles of small size (whose diameter is typically less than 

100 nm), designated by the term "nanoparticles", suspended in a base liquid which is desired to modify or 

improve certain properties, particularly thermal. There are several kinds of nanoparticles: pure metals 

(aluminum, copper, titanium, gold, silver, iron ...), metal oxides (alumina, copper oxide, zinc oxide, ...), 

semiconductors, various ceramics (carbides, nitrides, sulphides ...), carbon nanotubes, fullerenes, diamond, 

polymers, etc. The nanoparticles are emitted mainly in suspension in water, oil or ethylene glycol. 

Some experimental works treat the heat transfer by forced convection Al2O3/water nanofluid for various 

concentrations in circular tube maintained at constant temperature [1] and in microchannels [2]. The 

experimental results indicate that the coefficient of heat transfer of nanofluid increases with Peclet number, the 

Reynolds number and the concentration of nanoparticles. The increase in the coefficient of heat transfer is much 

higher than the results obtained by one-phase model. Other authors simulate the convective transfer in circular 

pipes with a single phase model [3] and / or two-phase model [4] for different Reynolds number, concentration 

and diameters of the nanoparticle. Their results confirm the previous results, and show that the coefficient of 

heat transfer augment with decreasing diameter of the nanoparticles. Some authors study the performance of 

nanofluids for cooling microchannels for different nannofluides [5] or different concentrations [6-7] their results 

confirm that nanofluids are preferment than the base liquid. 

2. NUMERICAL SIMULATION 

The geometry of the present problem is shown in Fig. 1. It consists of a circular tube with a diameter D of 0.01m 

and the length L of 1m, heated partially at the bottom with a constant heat flux while the top wall is considered 

adiabatic. In this problem laminar nanofluid flow that is a mixture of water and Al2O3 or Ethylene Glycol and 

Al2O3 nanoparticles with different concentrations enters the channel.  

 

 

 

 

  

 

Figure 1. Geometry 

 

The problem is modelled as laminar, steady state and the three-dimensional one phase model for the nanofluid. 

The governing mass, momentum and energy equations for the nanofluid can be written as follows: 

Continuity equation 

  0 Vnf
 
 

Momentum equations 

   VPVV nfnf    

Energy equation 

   TkTVC nfpnf    

L 

D 

qw 
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Both phases enter the channel at the inlet with the same uniform axial velocity that is specified according to 

the flow Reynolds number of 1000. Therefore, for both phases the no-slip and no temperature jump boundary 

condition at the walls are appropriate for the present study. 

For thermal boundary conditions, it is assumed that the nanofluid enters the channel with 293 K and a 

constant heat flux (5kW/m2) is applied from the bottom, while the top wall is considered adiabatic. For the 

channel outlet, the outflow boundary condition is considered for both phases 

The thermophysical properties of the nanofluid formulated pertinent to the present study include the density, the 

specific heat, the thermal conductivity, and the dynamic viscosity, for which the following formulae in terms of 

the corresponding properties of the base fluid and the nanoparticle: 

Density  

  pbfnf   1  

Specific heat                     
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Where       32

0

32 1091123.3100669.310917.3108217.2,  







 

T

T
Tf  

β = 8.4407(100φ)-1.07304    for   φ ≤10% 

 

Viscosity [9] 
 

bf

A

nf eA  2
1  

Where  A1  =  0.983  and  A2 = 12.959   for   φ ≤10% 

 

In this work, the thermophysical properties of water, Ethylene Glycol and Al2O3 are listed in Table 1. 
 

Properties 

 

water 

 

Ethylene Glycol 

 

Al2O3 

Density 997 1114.4 3600 

Thermal Conductivity  0.613 0.252 36 

Specific Heat  4179 2415 765 

Viscosity  0.000855 0.0157 / 

TABEL 1 .Thermophysical properties of nanoparticles and base fluids at T=300k 

3. RESULTS 

 

The simulations are carried out in the Fluent 6.3.26 environment. 

The thermal conductivity of Al2O3/water and Al2O3/Ethylene Glycol (EG) as a function of nanoparticle volume 

concentration (ranging from 0-5%) are plotted in Figure 2. The thermal conductivity of the two nanofluids 

increases with the volume concentration of the Al2O3 nanoparticles. The enhancement increase is linearly 
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proportional to the particle concentration. Al2O3/water has the highest thermal conductivity than that of Al2O3/ 

EG. 

Figures 3-5 show the influence of the particle volume concentration ϕ on the wall temperature profile at the 

different tube sections. From fig 3 we can observe that the temperature of pure water is the highest as compared 

with all concentrations of Al2O3 /water nanofluids studied in this work. Also, it can be seen that temperature 

decreases with the augmentation of volume concentration of Al2O3 / water nanofluid. 

Figure 4 shows the profile of temperature for Ethylene Glycol and Al2O3/EG nanofluid with different volume 

concentration. The increasing the volume concentration of nanoparticles can enhance the cooling performance. 

 

 
FIGURE 2 .Thermal conductivity for nanofluids in different volume concentration 

 

 
FIGURE 3. Wall emperature profile for water and different concentration of Al2O3 / water nanofluid 

From fig 5 it is observed that Al2O3/water and Al2O3/EG nanofluid have the lowest value of temperature 

while water has the highest value of temperature. As it can be seen, in both nanofluides, considerable increases 

in temperature are obtained when we use water as base fluid. For example, the temperature of water and 

Al2O3/water for 1% volume concentration is very highest than that of Al2O3/EG for a 1% and 5% volume 

concentration especially at the tube exit.  

The average heat transfer coefficient ( 

L

av dzzh
L

h
0

)(
1 ) of Al2O3/ water and Al2O3/EG nanofluids and average 

Nusselt number (
k

Dh
Nu av

av


 ) are shown in Figures. 6 and 7 respectively. 

Where h(z) is local heat transfer coefficient computed as:  
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FIGURE 4 .Wall temperature profile for EG and different concentration of Al2O3 / EG nanofluid 

 
Figure 5 .Wall temperature profile for water, Al2O3 / water, EG and Al2O3 / EG nanofluids. 

 

 figure 6 illustrates the increase in the heat transfer with the increase in nanoparticle volume concentration. 

This is due to higher convective effects and higher nanoparticle participation in the nanofluid thermal 

conductivity enhancement, respectively. We can see that the average heat transfer coefficient of Al2O3/water is 

great than that of Al2O3/EG nanofluids.  

figure 7 shows that there is a big difference between the average Nusselt number of Al2O3/water and that of 

Al2O3/EG nanofluids because the thermal conductivity of Al2O3/water is highest than that of Al2O3/EG. 

 

Figure 6 Average heat transfer coefficient for Al2O3/ water and Al2O3/EG nanofluids in different volume 

concentration 
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Figure 7 .Average Nusselt number for Al2O3/ water and Al2O3/EG nanofluids in different volume concentration 

4. CONCLUSIONS 

Numerical simulations are performed to investigate the laminar flow and heat transfer characteristics of 

Al2O3/water and Al2O3/EG nanofluids  inside a tube heated partially. The single -phase method is used to 

simulate the nanofluid flow. The results show that the Al2O3/water and Al2O3/EG nanofluid have the lowest 

temperature and the highest heat transfer coefficient. Whereas, pure water has the highest temperature and the 

lowest heat transfer coefficient. The Al2O3/ water has the best performance in terms of heat transfer coefficient 

than Al2O3/ EG nanofluid. but  the Nusselt number of Al2O3/EG is great than that of Al2O3/water nanofluids. 

The heat transfer coefficirnt and Nusselt number increased as the nanoparticle volume concentration increased. 

REFERENCES 

[1] S. Zeinali Heris, M. Nasr Esfahany, S.Gh. Etemad, Experimental investigation of convective heat 

transfer of Al2O3/water nanofluid in circular tube, International Journal of Heat and Fluid Flow, 28, 

203–210, 2007. 

[2] C.J. Ho, L.C. Wei, Z.W. Li, An experimental investigation of forced convective cooling performance of 

a microchannel heat sink with Al2O3/water nanofluid, Applied Thermal Engineering, 30, 96–103, 2010 

[3] S. Tahir, M. Mital, Numerical investigation of laminar nanofluid developing flow and heat transfer in a 

circular channel, Applied Thermal Engineering, 39, 8-14, 2012 

[4] Y. He , Y. Men, Y. Zhao , H. Lu , Y. Ding , Numerical investigation into the convective heat transfer of 

TiO2 nanofluids flowing through a straight tube under the laminar flow conditions, Applied Thermal 

Engineering,  29, 1965–1972, 2009 

[5] H.A. Mohammed , P. Gunnasegaran, N.H. Shuaib, The impact of various nanofluid types on  triangular 

microchannels heat sink cooling performance, International Communications in Heat and Mass 

Transfer, 38, 767–773, 2011 

[6] T. Tsai , R. Chein , Performance analysis of nanofluid-cooled microchannel heat sinks, International 

Journal of Heat and Fluid Flow, 28, 1013–1026,2007 

[7] J. Li, C. Kleinstreuer, "Thermal performance of nanofluid flow in microchannels", International Journal 

of Heat and Fluid Flow, 29, 1221–1232, 2008. 

[8] R.S. Vajjha, D.K. Das, Experimental determination of thermal conductivity of three nanofluids and 

development of new correlations, International Journal of Heat and Mass Transfer, 52, 4675–4682, 

2009. 

[9] R.S. Vajjha, D.K. Das, A review and analysis on influence of temperature and concentration of 

nanofluids on thermophysical properties, heat transfer and pumping power, International Journal of 

Heat and Mass Transfer, 55, 4063–4078, 2012. 


	TOME II 380
	TOME II 381
	TOME II 382
	TOME II 383
	TOME II 384
	TOME II 385

